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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

OUTCROP

1990

Assay/analysis                

Chip

Gold 3.9 g/t

Silver 391 g/t

Copper 0.04 %

Lead 2.18 %

Zinc 2.85 %

Antimony 0.83 %

Sample # TQCR-085: Semi-massive sulphide lens 

within grey to white limestone beds; Minor brecciation 

with sulphides concentrated along closely spaced 

fractures;  thin closely spaced sulphide 

bands:pyrite-galena-sphalerite-stibnite in a 

quartz-carbonate matrix.

Assessment Report 20657

N

SAMPLE

1981

Assay/analysis                

Grab

Silver 2200.7500 g/t

Arsenic 7.1000 %

Gold 20.9000 g/t

Copper 0.1600 %

Lead 16.6000 %

Zinc 11.6500 %

Sample from 20 centimetre wide sulphide lens in 

limestone.

Assessment Report 9007.
N
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