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BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:104K  117 MAPLE LEAF Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1990

Assay/analysis                

Chip

Silver 115.2000 g/t

Gold 2.0571 g/t

Copper 0.1700 %

Lead 5.1200 %

Zinc 6.9000 %

Average of chip sampling of 18 float blocks.

Press Release 1990, American Bullion Minerals Ltd.

N

Tuesday, November 4, 2025 Page 1 of 1104K  117MINFILE  Number:


