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MINFILE Number: Status:Name:104M  011 BEN-MY-CHREE Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2013

Assay/analysis                

Rock

Gold 11.3 g/t

Silver 100 g/t

Copper 0.23 %

Lead 1 %

Zinc 1.1 %

Sample M387774. Greater than 100 ppm silver; greater 

than 10,000 ppm lead.

Assessment Report 34072.
N

SAMPLE

1985

Assay/analysis                

Grab

Silver 450.0000 g/t

Gold 11.0000 g/t

Copper 0.1400 %

Lead 4.2500 %

Zinc 0.0370 %

Fieldwork 1985, pages 184,187.
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