
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:104M  012 WHITE MOOSE-SHAFT (L. 3282) Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2011

Assay/analysis                

Grab

Silver 66 g/t

Lead 4.92 %

Copper 0.006 %

Zinc 2.13 %

Sample JBTIR093.

Assessment report 33152.

N

SAMPLE

1980

Assay/analysis                

Chip

Silver 27.4300 g/t

Gold 2.0600 g/t

Copper 0.0100 %

Lead 2.4500 %

Assessment Report 8384.

N

Monday, July 7, 2025 Page 1 of 1104M  012MINFILE  Number:


