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MINFILE Number: Status:Name:104M  017 ANYOX-RODEO Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Grab

Copper 0.67 %

Nickel 0.4 %

Cobalt 0.11 %

Platinum 0.14 g/t

Palladium 0.2 g/t

Assessment Reports 31376, 32403

N

SAMPLE

1990

Assay/analysis                

Grab

Cobalt 0.1200 %

Copper 0.1500 %

Nickel 0.6000 %

Sample KM089-26-3.

Open File 1990-4.

N

Tuesday, March 17, 2026 Page 1 of 1104M  017MINFILE  Number:


