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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1989

Assay/analysis                

Chip

Copper 4.05 %

Silver 18.7 g/t

Gold 0.69 g/t

Sample WB-8806. 30-centimetre chip-sample taken 

from French Adit.

Assessment Report 19887
N

SAMPLE

1969

Assay/analysis                

Drill Core

Silver 10.2900 g/t

Gold 0.6900 g/t

Copper 2.8500 %

The sample width is 3.05 metres.

Property File - White, W.H., 1969.
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