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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2011

Assay/analysis                

Drill Core

Gold 11.3 g/t

Silver 94.8 g/t

Hole WR-04-01-11, averaging 11.3 grams per tonne gold 

and 94.8 grams per tonne silver over 1 metre.

Assessment Report  32403, 32478
N

VEIN

2010

Assay/analysis                

Rock

Gold 8.6 g/t

Silver 420 g/t

Over 0.3 metres from the adit on the Brown vein.

Pautler, J. (2010-08-30): Technical Report on the Wann 

River Project within the Tagish Lake Group (Whine, 

Tagish #1, 5 & 6, Lower Engineer 1 & 2, Wann #1, 

Tagish Lake Southwest Claims

N

SAMPLE

1989

Assay/analysis                

Grab

Silver 347.0000 g/t

Gold 17.9000 g/t

Copper 0.5600 %

Lead 2.6200 %

Zinc 1.0000 %

Sample MMI89-59-2A.

Fieldwork 1989.

N
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