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MINFILE Number: Status:Name:104M  048 TP-MAIN Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1983

Assay/analysis                

Chip

Gold 22.6600 g/t

Cobalt 0.1100 %

The sample width is 4.85 metres.

Assessment Report 11300.

N
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