MINFILE Inventory Detail Report

C%T{_JT_I‘LSB}IIA BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

| MINFILE Number: 104M 079 Name: TAG 025 Status: Developed Prospect
Ore Zone/ Tonnage/ Commodity Grade Reference/
Year/Report On Category Comments
MAIN 250 kt Gold 2.97 g/t
Indicated Silver 12.09 g/t Assessment Report 33934.
2009 Y
MAIN 400 kt Gold 2.98 g/t
Inferred Silver 9.91 g/t Assessment Report 33934.
2009 Y
MAIN Gold 32¢git A weight averaged intersection across 6.2 metres.
Assay/analysis Silver 30.7 g/t Assessment Report 28703.
2006 N Drill Core
SAMPLE Silver 62.7300 g/t Average of 55 samples taken of the breccia at the Main
Assay/analysis Gold 2.5700 g/t and Bear zones.
1989 N Grab Assessment Report 21508.
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