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SAMPLE

2010

Assay/analysis                

Rock

Gold 263 g/t

Silver 1350 g/t

Copper 4.15 %

Lead 3.46 %

Sample E83351, taken from dump tailings. Insignificant 

Zinc.

Assessment Report 32004
N

TRENCH

2009

Assay/analysis                

Rock

Gold 43.5 g/t

Silver 296 g/t

Lead 4.30 %

a sample (9BCRWR05R) collected from old trenches

Pautler, J. (2010-08-30): Technical Report on the Wann 

River Project within the Tagish Lake Group (Whine, 

Tagish #1, 5 & 6, Lower Engineer 1 & 2, Wann #1, 

Tagish Lake Southwest Claims)

N
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