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MINFILE  Number: Name: Status:104N  011 ATLIN RUFFNER Past Producer

Production

Year

Tonnes

Mined

Tonnes

Milled Commodity

Grams

Recovered

Kilograms

Recovered

1988 Silver  12,734 

Gold  68 

Lead  2,494 

 1  1 

1981 Silver  26,405 

Gold  250 

Lead  15,832 

Zinc  5,869 

Copper  443 

Cadmium  15 

 1,457  1,457 

1976 Silver  429,843 

Gold  678 

Lead  34,455 

Zinc  4,017 

Copper  376 

 1,470  1,610 

1975 Silver  313,518 

Gold  607 

Lead  18,386 

 137  137 

1974 Silver  52,720 

Gold  62 

Lead  1,975 

Copper  16 

 33  33 

1951 Silver  166,183 

Gold  280 

Lead  16,419 

Zinc  2,644 

 40  40 

1927 Silver  127,927 

Gold  156 

Lead  6,169 

 49  49 

1926 Silver  705,572 

Gold  778 

Lead  23,510 

Zinc  730 

 147  147 

1925 Silver  62,113 

Gold  342 

Lead  579 

Zinc  280 

 9  9 

1924 Silver  69,982 

Gold  156 

Lead  7,886 

 27  27 

1923 Silver  31,352 

Gold  31 

Lead  4,891 

Copper  85 

 11  11 
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1922 Silver  80,868 

Lead  5,897 

 12  12 

1916 Gold  31  2  2 

Summary Totals

Metric Imperial

Mined

Milled

Recovery:

Silver  2,079,217 grams  66,848 ounces

Gold  3,439 grams  111 ounces

Lead  138,493 kilograms  305,325 pounds

Zinc  13,540 kilograms  29,851 pounds

Copper  920 kilograms  2,028 pounds

Cadmium  15 kilograms  33 pounds

 3,395  3,742 

 3,535  3,896 

tonnes

tonnes

tons

tons

MINFILE  Number: 104N  011 Name: ATLIN RUFFNER Status: Past Producer

1988 Custom ore; unknown tonnage.

Comments:
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