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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2002

Assay/analysis                

Chip

Gold 13.1 g/t

Silver 178.1 g/t

Copper 0.18 %

A 0.3-metre chip sample (BD-AR-6) of mineralized 

quartz vein.

Assessment Report 26895.
N

VEIN

1943

Assay/analysis                

Bulk Sample

Gold 10.6000 g/t

Tungsten 15.2000 %

15.2 per cent tungsten oxide. Trace tin, lead, copper and 

bismuth. In 1941, 20 samples over a 70-metre vein 

length yielded 0.60 per cent tungsten oxide.

Minister of Mines Annual Report 1950, page 72.
N

Friday, October 24, 2025 Page 1 of 1104N  053MINFILE  Number:


