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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

EAST

2013

Assay/analysis                

Grab

Copper 0.149 %

Molybdenum 0.952 %

Silver 32 g/t

Float samples from the East Ridge area yielding values 

of up to 32 grams per tonne silver and 0.149 per cent 

copper in sample TK03, and 0.952 per cent 

molybdenum from sample E5269516.

Campbell, K.V. (2014-10-06): Mount Weir 

Molybdenum Exploration Project - Kirsten, Kirsten 2, 

3 and 4 Mineral Claims.

N

MAIN

2013

Assay/analysis                

Rock

Molybdenum 0.895 % Sampling of the main molybdenite-bearing zone 

yieldeded values of up to 0.895 per cent molybdenum 

(sample TK22) in outcrop and greater than 1.00 per 

cent molybdenum (sample TK17) in float.

Campbell, K.V. (2014-10-06): Mount Weir 

Molybdenum Exploration Project - Kirsten, Kirsten 2, 

3 and 4 Mineral Claims.

N

WEST

2013

Assay/analysis                

Grab

Silver 10.4 g/t

Lead 0.694 %

Float samples from the Mount Weir Ridge area yielded 

up to 10.4 grams per tonne silver and 0.694 per cent 

lead in sample MW007.

Campbell, K.V. (2014-10-06): Mount Weir 

Molybdenum Exploration Project - Kirsten, Kirsten 2, 

3 and 4 Mineral Claims.

N
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