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MINFILE Number: Status:Name:104N  069 SILVER DIAMOND Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2020

Assay/analysis                

Rock

Tin 0.016 %

Tungsten 0.02 %

Silver 12.5 g/t

Zinc 0.032 %

Copper 0.086 %

Lead 0.029 %

Molybdenum 0.002 %

Rock sample 1893476

Assessment Report 39374.

N

SAMPLE

1962

Assay/analysis                

Rock

Silver 390.0000 g/t

Copper 0.3500 %

Tin 2.5000 %

Tungsten 1.0000 %

Zinc 5.3000 %

Sample taken by Mr. L.G. White; affiliation unknown.

Assessment Report 2672.

N

Tuesday, March 10, 2026 Page 1 of 1104N  069MINFILE  Number:


