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MINFILE Number: Status:Name:104N  090 PATO 2 Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2017

Assay/analysis                

Rock

Silver 10 g/t

Lead 0.31 %

Zinc 0.22 %

Sample 1532844; greater than 10 grams per tonne silver.

Assessment Report 37171

N

SAMPLE

1976

Assay/analysis                

Grab

Silver 51.8000 g/t

Lead 1.6200 %

Zinc 1.0400 %

Sample number B1-31-8-1A.

Assessment Report 6469.

N

Wednesday, January 14, 2026 Page 1 of 1104N  090MINFILE  Number:


