
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:104N  148 ATLIN HORSEFEED Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/
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SAMPLE

2019

Assay/analysis                

Chip

Limestone 99.34 % The best interval, section 2019-01, returned an average 

of 99.34 per cent CaCO3, 0.40 per cent MgCO3 and 

0.10 per cent SiO2 over approximately 68.5 metres. 

Another notable interval, section 2019-18, averaged 

97.70 per cent CaCO3, 1.52 per cent MgCO3 and 0.42 

per cent SiO2 over approximately 131.5 metres.

Assessment Report 38763.
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