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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

1979

Assay/analysis                

Drill Core

Molybdenum 0.513 %

Gold 0.6 g/t

Tungsten 0.04 %

A sample across 1.57 metres (103.43-105.0 metres) of a 

pervasive clay-carbonate alteration zone containing a 

quartz vein with high-grade molybdenite (sample no. 

P1834 in drillhole NT-79-1).

Assessment Report 8125.

N
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