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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SHOWING

1979

Assay/analysis                

Grab

Molybdenum 0.11 %

Tungsten 0.72 %

Highest values from grab samples from the best 

showings discovered to date (ca. 1979). Grade given for 

tungsten is WO3.

Assessment Report 7673.
N
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