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Year/Report On

Tonnage/
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Comments

VEIN

2011

Assay/analysis                

Chip

Silver 1750 g/t

Zinc 10.70 %

Antimony 0.91 %

Lead 20 %

Two chip samples (KU11AR-51 and -52) yielded 1750 

and 1100 grams per tonne silver, 10.70 and 15.75 per 

cent zinc, 0.91 and 1.13 per cent antimony and greater 

than 20.00 per cent lead, each, over 0.40 and 0.38 

metres, respectively.

Assessment Report 32573

N

VEIN

1998

Assay/analysis                

Chip

Lead 2.09 %

Zinc 6.35 %

Silver 165.5 g/t

A chip sample (98/07/07-2) over 1.33 metres.

Assessment Report 25860

N

VEIN

1993

Assay/analysis                

Chip

Silver 30.6 g/t

Bismuth 0.226 %

A chip sample (ADR93 032) from quartz vein hosting 

pyrite, arsenopyrite and bismuthinite(?) over 1.00 

metre.

Assessment Report 23234
N
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