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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

LOWER

1969

Assay/analysis                

Grab

Copper 0.29 %

Silver 459 g/t

Sample from the R (Lower) zone

Assessment Report 2593

N

LOWER

1969

Assay/analysis                

Drill Core

Copper 0.10 %

Silver 84.4 g/t

A drill hole (F3) on the R zone intercepted a zone of 

quartz veining over 1.5 metres.

Assessment Report 2593
N

MAIN

1969

Assay/analysis                

Grab

Copper 0.44 %

Silver 68.8 g/t

A series of representative grab samples over 7.5 metre 

long crushed zone located at the collar of hole F1, near 

the main zone.

Assessment Report 2593
N

MAIN

1969

Assay/analysis                

Grab

Silver 1587.4000 g/t

Copper 5.3800 %

A character sample (1091) of mineralized material from 

the main (P.H.S. 1) zone

Assessment Report 2593.
N

S1

1969

Assay/analysis                

Grab

Copper 1.26 %

Silver 591 g/t

Sample from the S zone

Assessment Report 2593

N

TUNNEL

1900

Assay/analysis                

Rock

Copper 33.02 %

Silver 5250 g/t

Maximum values from 16 samples taken from a tunnel.

Assessment Report 2593

N
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