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TRENCH

2016

Assay/analysis                

Rock

Barite 96.28 % A rock sample (AT-1) of barite from a historic trench.

Assessment Report 36244

N

OUTCROP

1994

Assay/analysis                

Chip

Lead 1 % A chip sample (AR-94 022) from an outcrop of 

dolomite and barite with azurite and malachite assayed 

greater than 1.00 per cent lead.

Assessment Report 23813
N

DRILLHOLE

1977

Assay/analysis                

Drill Core

Zinc 1.32 % Drillhole 77-1 targeted the 1973 73-1 drill hole intercept 

and intersected sphalerite in chert brecciated and healed 

with white dolomite over a 1.8 metre core length.

Assessment Report 6438.
N

DRILLHOLE

1973

Assay/analysis                

Drill Core

Zinc 3.07 % Diamond drilling is reported to have yielded intercepts 

including 3.07 per cent zinc over 3.4 metres (49.5 to 

52.9 metres down-hole) in hole 73-1 and 3.40 per cent 

zinc over 0.75 metre (58.80 to 59.55 metres down-hole) 

in hole 73-3

Assessment Report 6438

N
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