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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

RIDGE

2010

Assay/analysis                

Chip

Zinc 1 %

Lead 1 %

Antimony 1 %

Silver 80.7 g/t

A chip sample (KU10AR-4) of mineralized skarn, taken 

from a ridge approximately 500 metres to the south of 

the main occurrence, over 0.23 metre. Values for lead, 

zinc and antimony were all greater than 1.00 per cent.

Assessment Report 31833

N

DEAD GOAT

1982

Indicated

Tungsten 0.3800 % An additional 27,600 tonnes grading 0.39 per cent WO3 

(or 0.30 per cent tungsten) and 0.16 per cent copper, in 

a pod 20 metres below the main skarn zone.

Assessment Report 10512.
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t
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