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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTH

2003

Assay/analysis                

Grab

Zinc 1.24 %

Lead 0.6 %

Tin 0.5 %

Silver 57 g/t

Gold 8.2 g/t

Maximum values from grab and chip samples from the 

Pant North zone

Assessment Report 27337
N

DRILLHOLE

1980

Assay/analysis                

Drill Core

Silver 49.0000 g/t

Copper 0.0800 %

Lead 0.2200 %

Tin 0.1000 %

Zinc 0.7400 %

From a 0.6 metre section. Another 0.4 metre section 

yielded 296.2 grams per tonne silver and 2.28 per cent 

lead.

Assessment Report 9262.
N
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