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SAMPLE

2016

Assay/analysis                

Rock

Copper 0.48 % A rock sample (AT-3) from Barite Hill.

Assessment Report 36244.

N

SAMPLE

1994

Assay/analysis                

Chip

Copper 1.23 % A chip sample (AR-94 010) from a malachite-stained 

fracture, striking 125 degrees and dipping 75 degrees 

south, in a brecciated chert.

Assessment Report 23813.
N

NORTH

1994

Assay/analysis                

Chip

Copper 1.24 %

Antimony 0.20 %

Silver 27.8 g/t

A 0.5-metre chip sample (AR-94 015) from a malachite- 

and azurite-stained brecciated chert with minor 

disseminated sulphides and calcite stringers, located 

approximately 350 metres north-northwest of the 

occurrence and south of Atan Lake.

Assessment Report 23813.

N
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