
MINFILE Inventory Detail Report

BC Geological Survey

Ministry of Energy, Mines and Petroleum Resources

MINFILE Number: Status:Name:104P  160 DEKALB 4 Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1981

Assay/analysis                

Chip

Gold 11.5 g/t A chip sample is reported to have assayed 11.5 grams 

per tonne gold over 3.0 metres, later sampling in 1983 

returned only trace gold value.

Assessment Report 12498.
N
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