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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2019

Assay/analysis                

Grab

Gold 27.20 g/t A select grab sample (667585) from a 3-centimetre-wide 

mineralized quartz vein.

Assessment Report 38989.
N

SAMPLE

1983

Assay/analysis                

Chip

Gold 0.9 g/t A chip sample (P3311) assayed 0.9 gram per tonne gold 

over 0.2 metre, while another chip sample (P3313) 

assayed 1.4 grams per tonne gold over an unknown 

length.

Assessment Report 13098.

N
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