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MINFILE Number: Status:Name:114P  009 VICTORIA (L.903) Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SKARN

1948

Assay/analysis                

Grab

Silver  188.6000 g/t

Lead   15.4000 %

Zinc   23.1000 %

Average of two samples of 1.8 and 2.1 metres.

Bulletin 25, page 55.
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