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Comments

3

2009

Assay/analysis                

Drill Core

Zinc 1.12 %

Silver 5.2 g/t

diamond drill hole (Talc 5) intercepted 1.12 per cent 

zinc with 5.2 grams per tonne silver over 1.0 metre from 

an argillite mineralized with fracture veinlets of 

sphalerite, pyrite and trace pyrrhotite near the contact 

with a diorite porphyry

Assessment Report 31225

N

1

2009

Assay/analysis                

Rock

Silver 99.8 g/t rock sample from the Talc 1 trench
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N

3

2005

Assay/analysis                

Rock

Zinc 7.5 %

Silver 405.6 g/t

sample of quartz vein material
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