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MINFILE Number: Status:Name:082GSW088 TEPEE COPPER Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2011

Assay/analysis                

Rock

Copper 0.403 % Rock sample SK11-18.

Assessment Report 32807.

N
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