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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

COTTONBELT

1996

Unclassified

Silver 58.3000 g/t

Lead 5.0000 %

Zinc 6.0000 %

Lead and zinc are estimated; 11 per cent combined lead 

and zinc.

Information Circular 1996-1, pages 23, 25.

 725 

Y

kt

COTTON BELT

1982

Unclassified

Silver 50.0000 g/t

Lead 6.0000 %

Zinc 2.0000 %

Less than 1 million tonnes.

CIM Bulletin, April 1982, page 119.
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