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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2008

Assay/analysis                

Grab

Copper 5.36 % sample H031069

Assessment Report 30643

N

SAMPLE

2005

Assay/analysis                

Grab

Silver 229 g/t

Copper 3.18 %

Zinc 30 %

Lead 18.5 %

grab sampling

Assessment Report 28668

N

SAMPLE

1986

Assay/analysis                

Chip

Copper 0.68 %

Zinc 0.06 %

Silver 11 g/t

a continuous chip sample across 3 metres of the zone

Assessment Report 15295

N

SAMPLE

1986

Assay/analysis                

Chip

Copper 1.52 %

Silver 7.2 g/t

Another chip sample, taken 20 metres to the north of 

other chip sample, over 1.0 metre

Assessment Report 15295
N

SAMPLE

1985

Assay/analysis                

Grab

Silver 3.1 g/t

Copper 0.52 %

Iron 21.66 %

sample (FL-4) of massive sulphide

Assessment Report  14565

N

SAMPLE

1977

Assay/analysis                

Chip

Silver 10.2900 g/t

Copper 1.7100 %

From a 91 centimetre chip sample.

Assessment Report 6502, Figure 9.

N
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