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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DUMP

2016

Assay/analysis                

Grab

Gold 68.1 g/t

Silver 11.4 g/t

Sampling of quartz vein material from the Gold Flake 

dump and within the gully immediately down slope 

returned values up to 68.1 grams per tonne Au and 11.4 

grams per tonne Ag. The 4 mineralized samples 

collected averaged 30.4 grams per tonne Au and 4.8 

grams per tonne Ag.

Assessment Report 36437

N

VEIN

1947

Assay/analysis                

Chip

Gold 442.6800 g/t Highest assay; year uncertain.

Property File (Map, Gold Flake Working).

N
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