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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2015

Assay/analysis                

Rock

Copper 0.710 %

Silver 6.5 g/t

Palladium 0.481 g/t

Gold 0.364 g/t

Twenty-one samples were collected from the 

occurrence area with thirteen of the samples yielding 

greater than 0.1 per cent copper and values up to 0.710 

per cent copper, 6.5 grams per tonne silver, 0.481 gram 

per tonne palladium and 0.364 gram per tonne gold.

Assessment Report 36184

N

SHOWING

1985

Assay/analysis                

Rock

Silver 3.1000 g/t

Copper 0.1452 %

Sample 88611.

Assessment Report 14141, Drawing 13a

N
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