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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

2018

Assay/analysis                

Grab

Copper 1.72 %

Silver 65 g/t

Gold 1.17 g/t

a sample (PC-2018-05) from a historic trench exposing 

a 1.2 metre wide mineralized quartz vein

Assessment Report 38095
N

TRENCH

2015

Assay/analysis                

Grab

Copper 0.40 %

Silver 8.6 g/t

two samples (PC5 and PC6) from a historic trench 

yielded values of up to 0.40 per cent copper and 8.6 

grams per tonne silver

Assessment Report 35848
N

SAMPLE

2012

Assay/analysis                

Grab

Copper 4.56 %

Silver 64.9 g/t

Gold 1.08 g/t

samples (35 through 40) from the West zone all yielded 

greater than 1 per cent copper with values of up to 64.9 

grams per tonne silver and 1.08 grams per tonne gold 

(Sample 39). These samples were later re-assayed and 

yielded from 2.55 to 4.56 per cent copper.

Assessment Report 33375 and 35529

N

DRILLHOLE

2006

Assay/analysis                

Drill Core

Copper 0.57 %

Silver 6.5 g/t

Drillhole COP06-03

Assessment Report 28721, page 13

N

SAMPLE

1992

Assay/analysis                

Chip

Copper 4.98 %

Silver 74.3 g/t

Gold 0.53 g/t

a 0.6 metre chip sample (965)

Assessment Report 22445

N

TRENCH

1977

Assay/analysis                

Rock

Copper 0.123 % a rock sample of chlorite-altered andesite from an area 

of trenching, located south of the P66 occurrence

Assessment Report 6264
N
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