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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TRENCH

1988

Assay/analysis                

Chip

Silver    2.2500 g/t

Gold    0.2100 g/t

Copper    0.1000 %

These values are an average of a series of continuous 2.0 

metre long chip samples cut across the full 24 metres 

width of the zone of pyritic, pervasive 

quartz-carbonate-mariposite alteration hosted by 

fragmental andesite.

Property File - Rebagliati, 1987.
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