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MINFILE Number: Status:Name:093A  006 CARIBOO QUARTZITE Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1982

Assay/analysis                

Chip

Silica 97.5700 % Chip sample across 50 metres ranges from 95.12 to 

97.57 per cent silica.

Open File 1987-15, page 20.
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