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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

TOTAL

2016-B

Combined

Molybdenum 0.374 %

Tungsten 0.036 %

Measured plus Indicated resources; grades given are for 

MoS2 and WO3 at a 0.28 per cent MoS2 cut-off.

Press Release - Darnley Bay Resources Ltd., October 

17, 2016.

 34,420 

Y

kt

TOTAL

2016-A

Combined

Molybdenum 0.286 %

Tungsten 0.034 %

Measured plus Indicated resources; grades given are for 

MoS2 and WO3 at a 0.20 per cent MoS2 cut-off.

Press Release - Darnley Bay Resources Ltd., October 

17, 2016.

 90,080 

Y

kt

YORKE-HARDY

2007

Combined

Molybdenum 0.169 % Combined Measured and Indicated resources using a 

cut-off grade of 0.12 per cent molybdenum.

Thompson Creek Metals Company Inc. Annual Report 

2007.
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Y
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