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MINFILE Number: Status:Name:093N  002 LORRAINE Developed Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

LORRAINE

2012

Indicated

Copper 0.62 %

Gold 0.13 g/t

Bishop deposit.

Press Release - Lorraine Copper Corp., May 30, 2012.

 787 

N

kt

LORRAINE

2012

Inferred

Copper 0.58 %

Gold 0.13 g/t

Bishop deposit.

Press Release - Lorraine Copper Corp., May 30, 2012.

 5,140 

N

kt

LOWER MAIN

2012

Indicated

Copper 0.46 %

Gold 0.25 g/t Press Release - Lorraine Copper Corp., May 30, 2012.

 791 

N

kt

LOWER MAIN

2012

Inferred

Copper 0.39 %

Gold 0.22 g/t Press Release - Lorraine Copper Corp., May 30, 2012.

 12,908 

N

kt

UPPER MAIN

2012

Indicated

Copper 0.63 %

Gold 0.25 g/t Press Release - Lorraine Copper Corp., May 30, 2012.

 4,841 

N

kt

UPPER MAIN

2012

Inferred

Copper 0.46 %

Gold 0.20 g/t Press Release - Lorraine Copper Corp., May 30, 2012.

 10,775 

N

kt

SAMPLE

2008

Assay/analysis                

Drill Core

Copper 0.59 % 54.8 metres drillhole L08-121

Assessment Report 30584

N
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