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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2000

Assay/analysis                

Drill Core

Copper 0.4 %

Gold 0.1118 g/t

0.4 per cent copper over 1.8 metres at 36.6 metres 

down hole and 0.1118 grams per tonne gold over 1.2 

metres at 57.6 metres down hole

Assessment Report 26508 drillhole MAC 2000-1
N

SAMPLE

1987

Assay/analysis                

Grab

Silver 64.5000 g/t

Gold 2.3850 g/t

Copper 0.4400 %

Best assay of five samples taken from the trenched area 

in 1987.

Assessment Report 16831, Appendix I, sample 

LNG-87-78R.
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