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SAMPLE

2020

Assay/analysis                

Rock

Copper 3.952 % A rock sample (35929) of oxidized rock hosting a 

specularite-magnetite-chalcopyrite vein.

Vanderwart Consulting Inc. (2021-07-12): Technical 

Report on the Thane Copper-Gold Project, Omineca 

Mining Division, British Columbia, Canada

N

SAMPLE

2012

Assay/analysis                

Rock

Copper 1.48 % Grab sample (#23998) from a talus slope.

Assessment Report 34131.

N

SAMPLE

2005

Assay/analysis                

Grab

Copper 12.4 %

Gold 0.635 g/t Assessment Report 28205, Figures 6a, b.

N
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