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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

LAKE

2020

Assay/analysis                

Rock

Copper 1.00 % A rock sample (35927) from the Lake zone.

Vanderwart Consulting Inc. (2021-07-12): Technical 

Report on the Thane Copper-Gold Project, Omineca 

Mining Division, British Columbia, Canada
N

SHOWING

2013

Assay/analysis                

Rock

Copper 0.7 % Sample #1989.

Assessment Report 34793.

N
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