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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1990

Assay/analysis                

Rock

Copper 3.86 %

Silver 178 g/t

Sample SB-90-040R.

Assessment Report 20729.

N

SAMPLE

1986

Assay/analysis                

Rock

Copper 2.874 %

Silver 106.3 g/t

Sample SB-86-TR-2104.

Assessment Report 16140.

N

TRENCH

1984

Assay/analysis                

Chip

Silver 214.8800 g/t

Copper 8.2000 %

Sample 84-CK-35 is a chip sample from a number of 

trenches placed on disseminated mineralization.

Assessment Report 12871.
N
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