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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

2003

Assay/analysis                

Rock

Gold 0.38 g/t

Assessment Report 27429

N

DRILLHOLE

1988

Assay/analysis                

Drill Core

Silver 2.6500 g/t

Gold 1.0100 g/t

Average grade from drillhole CR88-2 over a 7-metre 

interval.

Assessment Report 18354.

SAMPLE

1986

Assay/analysis                

Grab

Gold 2.43 g/t

Silver 12.1 g/t

Two samples (PS-50 and LH-4) from the area assayed 

0.780 and 2.43 grams per tonne gold with 12.1 and 4.7 

grams per tonne silver, respectively.

Assessment Report 15310
N

SAMPLE

1984

Assay/analysis                

Chip

Gold 1.54 g/t

Silver 3.1 g/t

Chip sampling of a gossanous silica altered gossanous 

zone hosting quartz stringers and disseminated pyrite 

over 2.0 metres.

Assessment Report 13273
N
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