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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

SAMPLE

1984

Assay/analysis                

Grab

Silver 56.0 g/t

Lead 0.089 %

Molybdenum 0.154 %

a rock sample (31800) from the siliceous altered zone 

on the Post grid assayed 56.0 grams per tonne silver, 

0.089 per cent lead and 0.154 per cent molybdenum, 

while a nearby sample (R08091), taken to the south of 

the previous sample, yielded 37.5 grams per tonne 

silver

Assessment Report 13798
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