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Category
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Comments

VEIN

2006

Assay/analysis                

Drill Core

Copper 7.06 % Diamond drilling yielded intercepts including 7.06 and 

6.51 per cent copper over 0.87 and 0.57 metre, 

respectively in holes SX06-06 and SX06-07, both on 

the Janet vein and located approximately 70 metres 

apart.

Assessment Report 29149.

N

VEIN

2005

Assay/analysis                

Chip

Copper 4.85 %

Cobalt 0.22 %

Silver 32.5 g/t

Gold 0.42 g/t

Four 1.0-metre long chip samples (190093 through 

190096) of quartz-carbonate veins associated with a 

mafic dike from the Ringarooma occurrence yielded 

from 2.45 to 4.85 per cent copper with up to 0.22 per 

cent cobalt, 32.5 grams per tonne silver and 0.42 gram 

per tonne gold.

Assessment Report 28243.

N

SAMPLE

1966

Assay/analysis                

Chip

Copper 5.5700 % Sample from Vein 1, over 2.44 metres.

Assessment Report 1892, page 6.
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