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MINFILE Number: Status:Name:103I  159 CHICKEN Showing

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

FLOAT

2019

Assay/analysis                

Grab

Silver 40.8 g/t

Copper 1.14 %

Sample number KCF-18-004: Moderate malachite 

fracture coatings and rock staining. ~2% fine grained 

fracture associated disseminated pyrite; possibly 

silicified with moderate pervasive chloritic alteration; 

moderately stockwork fractured; Cretaceous to Tertiary 

diorite.

ARIS 38949

N

SAMPLE

1969

Assay/analysis                

Chip

Silver 30.9000 g/t

Gold 0.3400 g/t

Copper 3.3800 %

The sample width is 2.1 metres.
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