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MINFILE Number: Status:Name:104B  146 NORTHSTAR - LINDEBORG Developed Prospect

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

NORTHSTAR

1988

Measured

Silver 20.5700 g/t

Gold 4.2800 g/t

Mineable reserves at a waste-to-ore ratio of 1.59:1.

George Cross News Letter No.102, 1988.
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