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MINFILE Number: Status:Name:104B  150 SILVER COIN (MAIN BRECCIA) Past Producer

Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

MAIN

2019

Indicated

Gold 7.61 g/t

Silver 23.00 g/t

Using a 3.5 grams per tonne gold equivalent cut-off 

grade.

Bird, S.C., Meintjes, T. (2020-02-28): Resource 

Estimate Update for the Premier Gold Project, Stewart, 

British Columbia, Canada

 1,597 

Y

kt

MAIN

2019

Inferred

Gold 7.03 g/t

Silver 23.20 g/t

Using a 3.5 grams per tonne gold equivalent cut-off 

grade.

Bird, S.C., Meintjes, T. (2020-02-28): Resource 

Estimate Update for the Premier Gold Project, Stewart, 

British Columbia, Canada

 523 

Y

kt

MAIN

2018

Inferred

Gold 7.78 g/t

Silver 22.1 g/t

Using a 3.5 grams per tonne gold equivalent cut-off.

Rennie, D.W. (2019-01-17): Technical Report on the 

Premier Project

 1,160 

Y

kt

MAIN

2018

Indicated

Gold 8.01 g/t

Silver 20.5 g/t

Using a 3.5 grams per tonne gold equivalent cut-off

Rennie, D.W. (2019-01-17): Technical Report on the 

Premier Project

 859 

Y

kt

MAIN

2011

Indicated

Gold 0.98 g/t Main Breccia zone. Using a cutoff of 0.3 gram per tonne 

gold.

Assessment Report 32699.

 19,759,025 

Y

t

MAIN

2011

Inferred

Gold 0.78 g/t Main Breccia zone. At 0.3 gram per tonne gold cutoff.

Assessment Report 32699.

 32,443,840 

Y

t

MAIN

2011

Measured

Gold 1.55 g/t Main Breccia zone. At 0.3 gram per tonne gold cutoff.

Assessment Report 32699.

 4,372,225 

Y

t

WEST KANSAS

1994

Measured

Gold 2.2000 g/t Kansas/West Kansas zone over 295 metres of strike 

length.  A higher-grade portion is 879,100 tonnes 

grading 2.86 grams per tonne gold.

T. Schroeter, personal communication, 1995.

 1,774 

N

kt

Friday, July 26, 2024 Page 1 of 1104B  150MINFILE  Number:


