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COPPER

2019

Assay/analysis                

Chip

Gold 8.53 g/t Five consecutive 50 metre reconnaissance rock chip 

samples from the Copper Bowl zone returned from 

0.23 to 8.53 grams per tonne gold.

Equity Exploration Consultants Ltd. (2021-08-27): 

Technical report on the Big Red Property, British 

Columbia, Canada

N

SAMPLE

1989

Assay/analysis                

Grab

Molybdenum 0.096 %

Gold 0.24 g/t

Silver 2.6 g/t

Assessment Report 19439.

N
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