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Ore Zone/

Year/Report On

Tonnage/

Category

Commodity Grade Reference/

Comments

DRILLHOLE

2008

Assay/analysis                

Drill Core

Copper 0.665 % The best result from drillhole BN08-10; 3.12 metres 

grading 0.665 per cent copper from 220.62 metres 

including 1.00 metre grading 1.23 per cent copper from 

221.62 metres.

Assessment Report 30752.

N

SHOWING

2002

Assay/analysis                

Grab

Copper 9.77 % Samples assayed up to 9.77 per cent copper in grab, 

3.35 per cent copper over a 90-centimetre chip, and 

6.65 per cent copper over a 35-centimetre chip.

Personal Communication - M. Mihalynuk, September 

2002.
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